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Non-Absorbable

316 LVM Stainless Steel conforming to
ISO 5832 Part-1
Low Density Polyethylene (LD-PE)

Multifilament/Twisted

Blue

EP :2and3
USP : 3/0 and 2/0

Nonabsorbable

Ethylene Oxide Gas

Cardiac Surgery
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Medical Device
Industry

TEMPOWIRE

Surgical, Temporary Pacing Wire
Nonabsorbale, Coated with LD-PE-b
Atraumalic
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